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S

I SUMMARY

During the past grant period the mechanism behind the nonresonant UV pumping of the IR

vibrational fluorescence for CN" in alkali halide crystals has been determined. First an F-center is

produced by two UV photon absorption, then the F-center is ionized by another UV photon

producing a free electron far up in the conduction band and finally this electron looses its excess

kinetic energy by inelastic collisions with the CN" molecules. This experimental testing of solid

state vibrational laser concepts has revealed a new solid state pumping mechanism, namely, the

possibility of optically generated conduction electrons preferentially exciting the molecular

vibrational modes.

A new molecule:host system has been uncovered which can make good use of the optically

generated conduction electron pumping scheme. We have found that CO2 molecules trapped in IR

transparent chalcogenide glasses have vibrational frequencies appropriate to gas phase modes but

without rotation. We are now in a position to use visible bandgap radiation together with an

applied electric field to transfer the kinetic energy from the excited conduction electrons to the

vibrational modes of the trapped molecules. By introducing both N2 and CO2 into the glass, the

mechanism of VV transfer can be used to transfer vibrational energy to the molecule of interest in a

way similar to its use in the gas phase CO2 laser. Since the highest frequency vibrational modes

are more readily excited by the electrons while the lower frequency modes are more easily relaxed

by the phonons the possibility exists that vibrational gain may occur in the solid state in the 10

micron region.

In another series of experiments carried out over the past two years, the low temperature

energy relaxation times of the SH" stretching vibration in five different alkali halide hosts were

measured by incoherent laser saturation and by persistent spectral hole-burning and were found to

vary from 20 to 250 ps. These times are about 108 smaller than previously found for the stretching

mode of CN- in these same hosts. Additional spectroscopic measurements show that the

normalized strength of the vibrational sideband for SH" is roughly equal to that measured for CN-,

suggesting that the dynamical coupling of the stretching mode to phonons, librations, and localized

modes is comparable for SH- and CN- in contrast with the radically different lifetime

measurements. How the short lifetimes for the stretch mode of SH- in solids at low temperatures

can be the same as the times for vibrational modes of molecules in some room temperature liquids

is an additional puzzle that needs to be examined in more detail.
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We have started experiments with a newly purchased psec tunable IR laser system to carry

out pump-probe and photon echo measurements on a number of diatomic and triatomic molecules,

with vibrational modes in the 3 to 5 micron region, matrix isolated in solids to provide the first

relaxation time survey for small molecules in crystalline solids and glasses. This now ability to

tune with short high intensity pulses to IR vibrational transitions will make possible the first

systematic investigation of vibrational energy transfer processes while the entire solid remains in

the electronic ground state.
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II PROGRESS

A. Nonresonant UV pumping of the IR vibrational fluorescence from CN- in

crystals

1. Introduction
It was discovered near the beginning of this grant that CN- vibrational emission could be

induced by non-resonant UV laser radiation.(1 ) Since the UV photon energy falls in the transparent

region of the host crystal and is not in resonance with any of the electronic states of the CN- ion,
this IR emission is surprising. It was found that the intensity of the CN- fluorescence depends on
the number of laser shots, and is correlated with the growth of the photo-generated color centers
(F-centers created by the pump laser) in the sample.

When IR fluorescence spectra were acquired at low temperatures, and on a time scale short

compared to the time for energy exchange by CN- pairs through vibration-vibration exchange, the

initial distribution of the vibrational population could be obtained. These spectra show that the

excitation of the CN- ions by the UV pump produces a distribution of vibrational population in the
CN- ions that nearly obeys Boltzmann statistics, with characteristic temperatures on the order of

2300 K (- hcot/k), much larger than the melting temperature of the host solid but equal to the
stretch mode energy. A variety of different kinds of experiments were carried out to determine

how the stretch mode was excited and how the apparent "thermal" distribution of vibrational states

was obtained. The resultant pumping mechanism is as follows:

(1) An F-center is formed by two (UV) photon absorption by the laser.
(2) Subsequently, the F-center is ionized by another UV laser photon producing a free electron far

up in the conduction band.
(3) The free electron looses its excess kinetic energy by inelastic collisions with the stretch modes

of a number of CN- ions and subsequently drops to the bottom of the conduction band.(2)
The three step pumping mechanis i was deduced first by analyzing the IR vibrational

fluorescence spectra at short times, these results give us the "initial" vibrational population

distribution. Next, it was necessary to determine any correlation between CN- and UV generated
F-centers since it is known that degree of F:CN- aggregation plays an important role in determining

the vibrational fluorescence spectrum. Finally, the UV pump laser wavelength was varied to

demonstrate that the UV pumping mechanism is different from the visible pumping in the perturbed

F band which had been treated earlier.(3 ) Each of these experiments is now considered in turn.
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2. Experimental results

a. vibrational fluorescence

The basic experimental setup(2) used to collect the IR fluorescence spectra from CN- in a

variety of alkali halides is shown in Fig. 1. The IR vibrational fluorescence spectrum obtained for

KBr:CN- is shown in Fig. 2. A 308 nm XeCl excimer laser is the pump source and the sample

temperature is 7 K. The peaks are labelled according to the vibrational quantum number of the

upper state of the CN- internal stretch mode (e.g., the peak labelled 2 is due to the transitions from

v = 2 -> 1), and the transitions are separated by the CN- anharmonic shift of approximately 25 cm-

1 per level. The monochromator resolution is 10 crn1; the emission lines are not spectrally

resolved. The spectrum is signal averaged over an interval of 20 pgsec. This spectrum represents a

snapshot of the fluorescence intensity shortly after the 20 nsec laser pulse.

In analyzing the vibrational fluorescence from alkali halide:CN- systems, it is important to

make the observation time small enough so that vibration-vibration (VV) transfer, which distributes

the population among the various vibrational levels, does not have time to occur." ) The correct

time scale was determined for this case by measuring time resolved spectra with 500 nsec

resolution. Spectra were recorded in time bins of 5 gsec duration covering a 45 ptsec interval. We

found that 20 gsec was the longest time that could be used without VV transfer playing an

observable role.

The emission line produced by the 1 -> 0 transition in Fig. 2 is distorted and appears to be

shifted from its expected frequency. This is caused by ground state reabsorption in the sample.

When a CN- decays radiatively from its v = 1 state, the emitted photon is in resonance with the

inverse absorption process. Since there are many molecular ions in their ground state, the 1 -> 0

emission is reabsorbed. The situation is different for transitions from higher excited states since

the density of ions already in the lower excited state is relatively small. These emission lines pass

through the crystal unperturbed.

b. UV generated defects

To characterize the different components to the pumping mechanism we next investigate the

properties of UV generated defects. The irradiation of alkali halides with an excimer pump laser

produces both F and H centers. Once F-centers are present in the crystal, additional UV pumping

with the laser produces F center emission. Previous work using psec laser spectroscopy has

demonstrated that UV generated F-H pairs are formed within 10 psec, and that F-centers are

formed in their ground state.(5) However, once an F-center is created, direct excitation into the

conduction band through the L-bands( 6) is possible. Once in the conduction band
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then F-band emission readily can be generated as shown by the F-center electron energy level

diagram in Fig. 3.

L KF

is

Figure 3. Electronic energy level diagram for the F-center. Optical absorption in the primary F-band promotes the
F electron from the Is to the 2p state, where it relaxes nonradiatively to the 2p* relaxed excited state, which lies near

(- 0.1 eV) the conduction band edge. From here the electron decays to the Is* state, emitting a photon which is red

shifted relative to the absorption frequency. Subsequent lattice relaxation takes the system back to the Is ground

state. The K bands are higher bound excited states outside the conduction band while the L bands are transitions

into the conduction band continuium.

c. tracking of F band and IR fluorescence

To identify a connection between the observed defect formation/excitation and the CN-

fluorescence the following experiment was crucial. A fresh sample never previously irradiated and

containing no F-centers was pumped at 308 nm, and the F-center and CN- emission signals were

simultaneously monitored as a function of the number of laser shots. Figure 4 shows the results of

this measurement.(2) Both emission signals grow rapidly with the number of laser shots. As can

be seen from the figure the two emission signals track q ite closely. The CN- ground state
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reabsorption process, and subsequent non-radiative decay, could account for the small deviation of
the CN- fluorescence growth from that of the F-center. The general result is that there is a
correlation between the CN- fluorescence and the UV generated F-centers.

There are several pieces of information that can be obtained from the results presented in Fig.
4. The zero intercept of the F-center emission growth curve demonstrates that the emission is due
to a two step process: F-center formation followed by direct pumping of the F-centers so formed.
Note that if the F-center emission were a direct product of the F-H creation process(7) then the
number of excited centers created per pulse is a constant and independent of the number of centers
previously created. If the F-center emission was a result of this production process then the
emission would be proportional to the defect formation rate. When the resultant intensity is plotted

as a function of the number of shots as in Fig. 4, the emission should then be constant,
independent of the number of laser shots. The fact that the CN- emission tracks with the F-center
emission shows that the IR pumping process is related to the presence of the F-centers in the
crystal, and not to their formation.

KBr + O.5%KCN 308nm pump

._

.GF center emission

C... CN- emission

0.0 2.5
Number of laser shots (x10 4)

Figure 4. UV pumped CN- and F center emission growth curves versus the number of laser shots. The solid line

gives the F band emission at 1.35 mm, and the dots are the CN- emission at 5 m. The sample is at T = 7 I
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It should be mentioned that since H centers(") are produced at the same time as F-centers

there is a possibility that the H center might be the source of the energy transfer to the CN- ion. To
test this possibility a crystal was additively colored so that only F-centers were present then the
experiment above was repeated. It was found that the CN- emission starts out at a finite level and
changed little with UV exposure thus eliminating any H-center mechanism.

d. promotion of electron to the conduction band

We find that the nonresonant pumping of the vibrational fluorescence is turned on between

383 rum and 308 nm. Figure 5 shows the resultant fluorescence spectra for UV pump wavelengths
of 383, 308 and 248 nm with the 383 nm shown in the top frame. The IR fluorescence data are

KBr + O.5%KCN

CN- emission L bond absorbtion

'A!

0

C
I, D,

.0o .0
UiU

C Cf

l90 2100 6 2
Frequency (cm- 1) Photon energy (eV)

Figure 5. UV pump frequency dependence of the IR emission. The UV pump wavelengths are 383 nm, 308 nm and

248 nm, respectively. The L band absorption in the conduction band is shown at the right with an arrow indicating

the photon energy of the pump. The CN" fluorescence spectrum generated is shown at the left. The sample is at T

=7K.

shown on the left and the conduction band absorption edge including the L bands(6) on the right.

The laser wavelength is identified by the arrows. Similar spectra result from the 248 and 308 nm

pumps but very little emission is seen for the 383 nm case. The fact the shortest two laser

wavelengths put the electron into the conduction band and give identical spectral results, although
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the pump photon energies differ by almost 1 eV, is a clear indication that the conduction electrons
play an important role in the pumping process.

e. UV destruction of aggregation
Since F-centers are required to produce IR fluorescence by the UV pumping technique are the

important F-centers next to the CN- ions or randomly distributed in the crystal? To determine the

answer to this question F-centers were purposely aggregated with CN- and the dynamics of these
systems studied.(3,8) KBr:0.5%KCN samples at low temperatures were irradiated with laser light
until the F-center density reached saturation in the range 1016 to 1017 cm-3 . The UV generated F-
centers were then aggregated to the CN- ions. The experiment was to pump in the UV while
monitoring the CN- fluorescence spectrum.

Direct optical excitation of the main F-band transition in the visible was used as a probe to
gauge the success of the aggregation since the characteristic signature of F:CN- transfer is strong
IR emission on the 3->2 transition due to the near-resonant transfer of the F-center relaxed excited
state into the vibrational mode of the nnn CN- ion. After achieving aggregation, the samples were
pumped with the UV laser for several minutes at 10 Hz. Next the 600 rm dye laser was turned on
and the IR fluorescence measured to check for changes in the amount of aggregation. Figure 6
shows the results of this test. The top frame shows the F-band pumped CN- fluorescence

spectrum, with the (3->2) IR transition serving as a measure of F:CN- aggregation for a freshly
cleaved sample. The second frame shows the resultant IR emission after several more minutes of
UV excitation and the third frame, the results after the third excitation period. The effect of the UV
laser is to scramble the position of the F-center with respect to the CN- ion and hence it destroys

any aggregation.

f. fluorescence signatures of visible and UV pumping techniques

This contrast between the visible and UV pumping techniques of CN- can be presented in a
different way. Figure 7 shows a comparison of the CN- fluorescence spectra obtained the 600 nm
dye laser pump and the 308 nm UV pump on an aggregated sample. The visible pump
preferentially populates the 3->2 vibrational transition which is the strongest feature in the top
frame of this figure.(3.8) On the other hand the 308 nm pump produces population far up the
vibrational ladder.(2) No shift is observed for the F-pumped CN- emission relative to the UV

pumped spectrum even though F:CN- aggregation exists in the former emission spectrum but not
in the latter one.

The measured intensity shown in the bottom frame of Fig. 7 when related to the population

distribution provides a way to characterize the energy transfer process further. To make this
comparison the peak heights of the various transitions are scaled by the quantum number of the

9



<Br:CN- emission. bona oumpo

Freshly aggreqatad

One uv treatment

C

rwo uv treatments

190o 1950 2000 2050 2100
Frequency (cm-')

Figure 6. Effect Of UV irradiation on the aggregation of the F:CN- pair. As the UV dosage increases more pairs are
broken up. The sample is at T =7 K.

K~r + 0.5%KCN 7 Kelvin

500nm pump

0z

.2 308nm pump

1900 2100
Frequency (cm-')

Figure 7. Comparison of the vibrational spectrum obtained by pumping with visible or UV light. Both spectra
represent an average over the first 50 msoc of signal after the lasr pump. The characteristic signal fromt the F band
pump is that the electronic energy is resonantly transferred into the v a 3 vibrational level, producing the maximum
there. Thec LW pump transfers energy into a large number of vibrational levels. The sample is at T = 7 K.
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upper vibrational state to divide out the square of matrix element and the log of the relative

population is then plotted versus the vibrational quantum number. Figure 8 shows that the data can

be fit to a Boltzmann distribution. Here the energy spacing between the different levels has been

corrected for the 25 cm-1 anharmonic shift. The effective vibrational temperature for KBr is 2700
K. Similar vibrational temperatures have been found for CN- in the other alkali halide hosts.

KSr + 0.5%KCN Initial Distribution
100 ,

C 1

0.
10

-
20.

o\

S10- exp(-AE/KT)

T =2700 K
=0.232 eV0-\

0 1 2 3 4 5 6 7

Vibration quantum number

Figure 8. Exponential fit to the initial population distribution produced by a UV pump. The dashed line is a fit to a

single Boltzmann exponential with a temperature of 2700 K.

3. Conclusion: nonresonant UV pumping is a three step process

These fits indicate an effective thermodynamic equilibrium between the different stretch

modes. Clearly, the fitted temperature is too large to involve the lattice and the time scale of the

measurement is too short to make use of VV transfer so it must be the conduction band electrons

generated by the UV pump that communicate with the different molecular ions. The dynamical

picture is as follows. When the energetic electrons are placed in the conduction band by the L-

band pump, they scatter inelastically off the CN" ions loosing loosing one stretch mode quanta of

KE energy per scattering event. The initial energy of the electron above the bottom of the

conduction band is - 1.3 eV and the CN- vibrational energy unit is - 0.25 eV. After approximately
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4 scattering events an electron has an energy equal to the lowest vibrational state and will not be
able to get rid of the rest of its kinetic energy by such inelastic scattering. These "cooled" electrons

can still run through the lattice, picking up and redistributing the vibrational energy among the CN-
ions. This fast VV transfer process is mediated by these moving conduction electron. The stretch

mode degree of freedom for those molecules in contact with the kinetic electrons comes to the same

effective temperature as the electrons, namely, T - hos k. When the electrons decZ., back to the
ground state they leave the excited molecular ions frozen at this effective vibrational temperature

until at still longer times VV transfer, radiative and non-radiative decay processes come into play.
The conclusion from this work is that the nonresonant pumping occurs because of the

following three step chain of events: F-H lattice defect pairs are created by the UV pump, optical

ionization of the F electron is produced by the UV pumping of the F-center L band and finally,

these energetic electrons in the conduction band transfer most of their kinetic energy into the CN-
vibrational ladder producing the observed IR fluorescence.(2)

12



B. Time Resolved Spectroscopy with Fourier Transform Spectrometers:

Maintaining the Fellgett Advantage.
I1. Introduction

Time resolved spectroscopy (TRS) with FTIR instruments is a developing technique(9-10)

which, in principle, can apply both the Fellgett 1) and Jacquinot(12) advantages to time dependent
measurements. At present FTIR instruments which use common optics for both the visible and IR
beams, such as the BOMEM DA3 spectrometer, cannot make full use of the Fellgett advantage in
time resolved studies. Software has been developed which makes use of multiple scans to collect
an interferogram. With this approach the white light (WL) zero path difference (ZPD) signature is

used to gauge the absolute position of the scanning mirror once per scan. Hence for
interferometers where the infrared and white light beams share common optics, the software can
not begin data acquisition until after the infrared zero path difference position. By not collecting

the information near the ZPD point, the Fellgett advantage is partially lost. An interferogram with

the ZPD region missing will yield the correct line positions and line widths of isolated absorption

or emission lines, but broad absorption lines and the relative strength of various portions of the

spectrum will be distorted. We have found a simple modification which restores the complete

Fellgett advantage for interferometers of this design type.( 13)

2. Background

In a scanning FTIR spectrometer, a helium neon laser line is folded into the IR beam path,
producing a sinusoidal interferogram as the mirror scans. The zero crossings of this interferogram

are used to track the position of the moving mirror to initiate data acquisition at precise sampling
intervals. Since the helium neon interferogram cannot identify the abslute mirror position, a

broad band white light signal is folded into the IR beam path. The WL interferogram is sharply
peaked at the zero path difference (ZPD) position, the point at which the optical path lengths in
both arms of the interferometer are identical. A threshold detection circuit is used to monitor the
WL interferogram, indicating when the mirror is at the ZPD position, hence it provides a bench

mark against which to measure the absolute position of the mirror during the scan.(14)

To obtain time resolved spectra with a scanning FR spectrometer, an external event must

be synchronized with the data acquisition electronics of the FTIR. As an example, consider the
specific case of pulsed laser induced IR vibrational fluorescence. In the simplest scenario, the laser

output is simply triggered off of the helium neon zero crossings.(i5 ) This approach requires the
laser to fire once every sampling interval at a rate determined by the scanning mirror velocity. (316

Hertz for the BOMEM DA3 spectrometer at the slowest practical mirror speed.) If the laser can not

13



fire at least this fast and/or the system under study relaxes at a slower rate then this direct method

will not work.

Software has been developed for the DA3 that circumvents the repetition rate problem.(16) A
digital trigger is produced once every N data points, where N is determined by the requested
repetition rate. If the sample rate is f Hertz, then the external trigger runs at f/N Hertz. By utilizing
the WL ZPD position as an accurate measure of the absolute position of the scanning mirror, the
data points skipped on the first scan are filled in during the next N-1 scans. Using this adjustable
repetition rate scheme it takes N scans to acquire one complete time resolved interferogram. An

additional feature in the software allows the collection of up to 16 interferograms at successive time

delays after the trigger pulse.

Although complete in concept, the DA3 optical design limits the Fellgett advantage with the
TRS package. The software relies on the WL ZPD signal to position the data points. Since the IR
and WL beam paths are identical, the IR and WL ZPD positions are coincident so the first TRS

data point occurs just after the IR ZPD causing a portion of the interferogram to be lost. Losing

part of the interferogram around the IR ZPD is equivalent to losing the correct overall spectral

shape and intensity. In addition, in order to accurately phase correct the interferogram, it should

begin well before the ZPD point.
3. Results and Discussion

We have developed an optical method to move the WL ZPD in advance of the IR ZPD so that
TRS interferograms can be collected with data acquisition beginning before the IR ZPD. In the
DA3, the WL beam occupies the central portion of the combined optical beam; hence, to increase

the optical path length of the WL beam relative to the IR beam in the moving mirror arm of the

interferometer we introduce an optical retardation plate. The optical delay device is attached with

adhesive to the flat surface of the interferometer housing, just below the traveling mirror end point.
The central ring holds a 1 inch diameter optical quality glass coverslip approximately 0.15 mm

thick. In traversing the coverslip twice, the WL beam acquires an additional 2(n-1)d optical path

difference relative to the IR beam, where n is the index of refraction and d the thickness of the
coverslip. Increasing the WL path length in the moving mirror arm causes the WL ZPD signal to

occur before the IR ZPD. The total advance obtained is about 280 periods of the helium neon
interferogram, corresponding to a path difference of 177 microns, adequate for performing the

phase correction and obtaining undistorted spectra.(16)

In order to demonstrate the usefulness of this device in recovering the full Fellgett advantage,

an optical shutter is used to simulate a pulsed emission experiment. The shutter is placed in the
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sample compartment of the interferometer and operated in a normally closed mode. The TRS

external trigger is used to open the shutter. The interferograms and IR spectra obtained with and

without the optical path extender are shown in Fig. 9(ab) and Fig. 9(c,d). The spectra are taken

with a KBr beam splitter, HgCdTe detector and globar source. The mirror velocity and shutter

trigger rate are set so that it takes 167 scans of the mirror to collect one complete TRS

interferogram. As can be seen by comparing Fig. 9(b) and Fig. 9(d), the spectrum obtained with

the interferogram missing the ZPD region has the correct position and widths of the sharp features,

but the overall shape of the spectrum, and even the polarity of the features is grossly distorted.

(a) (b)

( c) (d)

0 250 500 0 3000 6000
Path difference Frequency (cm-')

Figure 9. Realizing the Fellgett advantage with the optical path extender. (a) IR interferogram and (b) spectra with

WL optical delay. There is sufficient information around the IR ZPD to determine the broad band features of the

spectrum. (c) IR interferogram and (d) spectra without WL optical delay. Sharp spectral features come through at

the correct locations, but broadband information, and even the polarity of the features, is lost.

As a final illustration of the usefulness of this optical delay technique we show in Figure 10

the time evolution of the IR vibrational emission of the CN- molecule in KBr after ultra violet

excitation with an excimer laser pulse as measured with TRS-FTIR. The uv laser pump generates
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an initial distribution of the vibrational population in the electronic ground state of the CN-
molecule. This event is followed by a competition between an up-the-ladder cascade(4,17) produced
by dipole-dipole energy transfer among the CN- ions and the fluorescent decay from the various
anharmonically shifted levels The various IR transitions seen in emission are labelled in the figure
and identified in the figure caption. Note that it would not be possible to obtain these spectra by
triggering once per helium-neon interferogram period (3 msec) since the excimer laser has a
maximum repetition period of 20 msec and hence cannot fire fast enough to match the sample rate.
Even if the laser repetition could be made to match the sample rate, TRS spectra could not be
obtained by this triggering technique since the CN- fluorescence decay is too slow, i.e., it extends
over many triggering periods. The BOMEM adjustable repetition rate scheme eliminates this

problem.

/
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FtquwW (cmn')

Figure 10. TRS spectra of CN- IR vibrational fluorescence from the electronic ground state of uv pumped KBr +

0.5%KCN. The pump laser is a XeCI excimer laser running at 12 hertz. The sample temperature is 7 K. The delay

from the laser trigger to the first interferogram (here 80 msec) is set independently in software. The time delay (158

msec) between the subsequent 15 interferograms is determined by the mirror velocity. The emission peaks are

labeled according to the quantum number of the upper vibrational state of the CN- anharmonic vibrational manifold,

e.g., the peak identified as 2 is from the v = 2 to v = I transition. The primed transitions are from CN- with the

natural abundance of the 15 N isotope (the KCN dopant was 12 C enriched.). The resolution is 1.5 cm "1 . The laser

repetition rate is 80 msec and mirror scan velocity is 2 cm/sec. It takes 505 scans to complete one TRS pass (during

which all sixteen interferograms are collected). The spectra shown represent the co-addition of five interferograms,

with a total run time of 3.5 hours.
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C. Anomalous Relaxation of the SH" Stretching Mode in Alkali Halides
1. Introduction

The discovery of infrared vibrational fluorescence from diatomic molecules in solids, first for

CO in noble gas matrices(18 ) and later for CN" in alkali halide hosts(4,8) showed that at low

temperatures radiative dominated nonradiative relaxation. We have carried out experiments on SH"

in alkali halides which show for this diatomic that the opposite is true, i.e., it decays

nonradiatively, on a 100 picosecond time scale. The fundamental stretching mode of CN- (v-

2080 cm l ) relaxes at low temperature in a time on the order of tens of milliseconds,(19, 20)

comparable to the radiative lifetime. This accords with the fact that nonradiative multiphonon

relaxation processes are very unlikely because of the large number of Debye phonons (roughly 30,

depending on the host) required to match the energy of the molecular vibration. We find that the

defect-lattice couplings for SH- and CN- are similar, as measured by the strengths of their

vibrational phonon sidebands, and thus strong vibrational fluorescence would also be expected for

excited SH" defects in alkali halides, especially since the nonradiative decay channel should be

even weaker for SH- due to the larger energy of the its stretching mode (v, = 2550 cm-1 ) and

hence to the higher order multiphonon process required. These results are followed by two

different kinds of lifetime experiments on the SH- stretch mode, namely, saturation and persistent

hole burning which demonstrate that this stretch mode has a very short lifetime in solids.(22)

2. Sideband absorption spectrum of CN" and SH-

Figure 11 shows the normalized sideband absorption coefficient versus frequency at 1.5 K

measured for nominally 0.15 mol % CN- and 0.2 mol % SH- in KI over the frequency interval

where it is nonzero. (No other features except the SH- overtone red shifted by 100 cm' were

found in the range 800 - 5600 cm-1). The spectra were normalized by dividing by the appropriate

strength of the room temperature vibrational band and then the result was multiplied by the square

of the frequency shift(21) to put the sideband strengths in a standard form so that the integrated

sideband areas give a concentration-independent measure of the vibrational coupling to phonons,

librations, and local modes. The CN- spectrum is shown in Fig. 1 (a); the translational gap mode

is at 81.3 cm-1.The zero phonon vibrational lines and the librational mode at 11 cm -1 are

suppressed by the quadratic frequency term in the normalization. Figure 11 (b) shows the SH"

spectrum for comparison; the strongest features here are the isotopic gap modes at 77.0 and 78.3

cm-1. The integrals from 0 to 165 cm-1 are 236 cm -2 for CN" and 317 cm -2 for SH'. Both SH-

and CN- ion are thus equally strongly coupled to phonons, librations, and gap modes.
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Figure 11. Normalized stretching mode sideband absorption cc 'ficient verus frequency shift from the zero phonon

line at 1.5 K and 0.04 cm"1 resolution for (a) CN" and (b) Sir. The NCO- lines in the CN- spectrum have been

subtracted out (particularily in the region around 90 cm- 1) and the sideband spectrum has been interpolated

accordingly in such regions, as depicted. The absorption coefficienLs have been normalized by multiplying them by

the square of the frequency shift and dividing them by the integrated strengths of the fundamental (zero phonon)

absorr'icn lines, measured at RT (since they are immeasurably deep at 1.5 K).

In light of this result, one might have expected SH- to decay mainly radiatively, just as CN-

does. An attempt was thus made to look for vibrational fluorescence. We resonantly pumped the

first overtone (v =0 -+ 2 transition) of the SH" molecule in a nominally KI + 0.2 ool % KSH

crystal at 1.5 K using a nanosecond infrared laser (with a pulse energy of 3 m). An InSb detector

was focused to look for fluorescence emitted by the 2 -4 1 and 1 -4 0 transitions, using an InAs

filter to block the scattered pump light. No radiation was detected. Using the noise of the detector

as an upper limit for the signal, we calculated an upper limit for the nonradiative relaxation time < 5
ns. In comparison to the calculated radiative lifetime = 70 ms, nonradiative decay channels clearly

dominate the relaxation dynamics of the SH" stretching mode.
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3. Persistent IR spectral hole burning at HS"

To determine the relaxation time below this upper limit, we used persistent hole-burning and

incoherent saturation techniques. Hole-burning measurements, first of all, were performed using a

tunable PbEuSeTe double heterojunction diode laser with a focused intensity of up to 2 W/cm 2.

Spectral holes were burned by holding the laser frequency fixed for 3 minutes, then probed by

rapidly sweeping the frequency over a few tens of GHz.

We were able to bum persistent holes, with a quantum efficiency of 4 x 10-4, in the

vibrational spectra of SH- doped into mixed alkali halide crystals. (No persistent holes were

observed for SH- doped into pure crystals.) When 2 mol % KBr was added to KI (to insure

inhomogeneous broadening), the main 32SH- vibrational stretching mode was found to

asymmetrically broaden from 0.057 to 0.36 cm-, and in addition, a second peak, overlapping the
weaker 34 SH- isotopic zero phonon line, appeared, which we attribute to a 32SH-:Br combination

mode. Both the asymmetric main line and the combination mode were found to bum, although the

former only on its low frequency side, adjacent in frequency space to the combination mode. The

antihole was found to extend to higher and lower frequencies just beyond the wings of the hole.
The hole FWHM was measured as a function of incident laser intensity; extrapolating to zero

intensity gives a width of 1.28 GHz which implies that the dephasing time T2 = 500 ps. It also

proved possible to bum weak holes in the SH-:Rb+ and the low-frequency side of the

asymmetrically broadened SH- absorption line in CsI + 2 mol % RbI; the hole width gave T2 =

740 ps in this case.

4. Incoherent saturation of the HS stretch mode

To make incoherent saturation measurements we have used tunable infrared laser pulses (6 ns

pulse length, 0.3 cm 1 laser bandwidth, 10 Hz repetition rate, and up to 300 mJ pulse energy),

generated around 2550 cm "1 by difference frequency mixing of YAG and tunable dye laser

radiation in a LiNbO3 crystal. A small fraction of the pulses were analyzed in a spectrometer to

monitor the center frequency and the bandwidth of the radiation. After passing through vari"ble

attenuators, the laser pulses were focused onto the SH" doped samples held at a tempe'ature of 1.5
K. PbSe detectors monitored the incident and transmitted signals and were recorded by a storage

oscilloscope.

Saturation of the v = 0 -+ I transition of the SH" molecule in a KI crystal is evident in Fig.
12. Note that the anharmonic shift is 100 cm -' per ladder level. These spectra have been obtained

by sweeping the frequency of the nanosecond laser. At low intensity (top graph), the SW

stretching mode is responsible for the two absorption peaks near 2559 cm "1. The absorption line is
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broadened by the bandwidth of the laser. At high intensity (bottom graph), the absorption has

decreased significantly as a result of incoherent saturation of the vibrational transition.

1.0)

0.5
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E
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0.0 __ __ _ __ __ _ __ _

2554 2557 2560
Frequency (cm- 1)

Figure 12. Transmission spectra of a nominally KI + 2 mol % KBr + .02 mol % KSH crystal in the vicinity of the

fundamental (u = 0 E 1) transition frequency of SH" at incident laser intensities of (a) 0.2 MW/cm 2 and (b) 30

MW/cm 2 . The deepest line, at 2559.04 cm- 1, is due to the 3 4SH" isotope (95% natural abundance); the secondary

feature, at 2557.45 cm-1, arises from both the 3 2 SH" isotope (4.2%) and a MSH:Br" combination.

To obtain the saturation parameters for this molecular defect, measurements were made with

variable incident laser intensities with frequency tuned to the peak of the SH- absorption line.

Figure 13 shows typical saturation results for SH" in KI. The experimental points were obtained

by measuring the transmission for several hundred laser pulses with different intensities, dividing

the intensity axis into bins, and averaging together the data points within each bin. Saturation of

the vibrational transition is evident, with an onset at an incident intensity of about 20 MW/cm 2, and

reaches more than 50% overall bleaching at around 300 MW/cm 2. The saturation curve could not

be followed to higher intensities due to resulting crystal damage.

To analyze the saturation data, it can be assumed that a nearly identical relaxation time T2

would be found for SH" in a pure host and in one to which 2% of another alkali halide has been
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Figure 13. Transmission of a nominally KI + 60 ppm KSH sample as a function of the incident intensity of laser

radiation resonant with the stretching mode, n1. Experimental data are indicated by the dots, and the solid line using

a rate equation analysis with T1 = 100 ps.

mixed in.(22) The homogeneous linewidths calculated from the spectral hole widths for the mixed

crystals are comparable to those measured for the pure hosts by ordinary absorption spectroscopy

(see Table 1). Thus, the hole-burning results imply that the lines are almost homogeneously

broadened. Hence, in the following analysis we can assume, with only slight error, that the

absorption lines are homogeneously broadened.

Owing to the large anharmonic shift(D) of 100 cm-1 in the vibrational ladder of SH, the

incident radiation is only resonant with the v = 0 -+ 1 transition, so that the molecule can be treated

as a two level system. In our experiments, the laser bandwidth exceeds the absorption linewidth

by about a factor of 3, so that, to a good approximation, we can regard the vibrational transition as

a two level system exposed to a radiation field of constant spectral intensity. We have then applied

a standard rate equation analysis(24) to compute the transmitted intensity as a function of the

incident intensity, numerically integrating over the transverse (assuming a Gaussian beam profile)

and longitudinal coordinates as the laser pulse propagates through the crystal. The final result

depends upon the integrated absorption cross section of SH', the value of which was determined

by performing a chemical analysis(23 ) to find the actual SH- concentration in a crystal and dividing

this into its measured absorption strength. Next, the value of the energy relaxation time T1 for

each host was varied until a best fit to the experimental data was found, for example, the fitted

saturation curve for nominally KI + 60 ppm KSH is presented in Fig. 13.
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5. Lifetime of the SH- stretch mode vibrations in different crystals

The results of the fits are plotted in Fig. 14 for five different hosts, together with the

corresponding lifetimes for CN" from Ref. 20. (For the case of KC1, no definitive saturation could

10-' CN- (a)

10-2 KI eCs
KCI.

RbI
*KBr

. 1O- H (b)= HS-
x

X Cslo
10-10 K

*KBr Rbl
KCI*

10-111
5 15 25 35

Number of phonons

Figure 14. Energy relaxation times T, of the vibrational stretching mode in five different hosts for (a) CN" (from

Ref. 20) and (b) SH'. Note the 8 orders of magnitude faster relaxation for SH" than for CN" in the same hosts.

be observed. From this, we find an lower limit on the relaxation time of 20 ps, as listed in Table 1;

the upper limit of 48 ps is determined by the measured 0.11 cm-1 absorption linewidth.) The fitted
values for T1 agree, to within errors, with the values found from hole-burning for KI and CsI,

assuming that energy relaxation dominates so that pure dephasing can be neglected, implying T2 =

2TI. We thus find a difference in the relaxation times of seemingly similar molecules, SH- and

CN-, of eight orders of magnitude (note that the data for CN" were obtained at 80 K; at 1.5 K the

relaxation times would be even longer). The horizontal axis in the figure gives the number of

Debye phonons, V1/VD (where VD is the Debye frequency), which is required to pick up the

vibrational energy. There seems to be a trend for both SH- and CN" that the relaxation time

decreases with decreasing number of phonons, although it is unclear what causes the great

difference in the relaxation times of SH" and CN'.
Besides examining the CN- stretch mode lifetime in the same host there is another kind of
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comparison that one can make to demonstrate the anomalous character of the SH relaxation time.

The relaxation times of some molecules in liquids at room temperature have been measured over

the last few years. For nonassociated solvents like CC14 the room temperature vibrational lifetime

for the CH stretch(25,26) of bromoform (CHBr3) in the liquid is 40 to 55 ps, the same order of
magnitude as the values given in Table 1 for SH" in an ordered solid at 1.7 K. When viewed from

this perspective it again seems unlikely that the usual phonon decay mechanism should be invoked

to explain the rapid relaxation of the SH" stretch mode in the solid state.

In conclusion, we have performed persistent hole-burning and incoherent saturation

experiments on the fundamental stretching vibration of SW molecules in alkali halide hosts. We
find that the energy relaxation times are about 8 orders of magnitude shorter than the corresponding

times for CN a result that cannot be explained by standard models of nonradiative decay into
phonons and localized modes.
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Table 1. Comparison of measured and calculated linewidths at 1.5 K for SH" doped in the indicated host crystals at

low concentrations. The second column gives the linewidths (for unmixed hosts) measured using a Fourier

transform interferometer, the 0.04 cm- 1 resolution has been deconvolved from the tabulated values. The third

column gives the fitted values ofT1 from the saturation curves, as explained in the text; the tabulated values are the

averages of several runs using different boules. These values have been used to calculate the homogeneous

linewidths listed in the fourth column. Another measure of the homogeneous linewidths is given by half of the

spectral hole FWHM, yhole, as tabulated in the fifth column, and obtained by double-doping with SH" and 2 mol %

of a second alkali halide, as explained in the text. The linewidths measured by absorption spectroscopy are

comparable to those determined by the saturation and hole-burning techniques; hence, we conclude that the lines are

mainly homogeneously broadened, with perhaps a slight amount of random strain broadening.

host linewidth (cm-') fitted T1 (ps) 1 / 27cT, (cm -1) yholc / 2 (cm-1)

KCI 0.11 20 0.27

KBr - 40 0.13 -

KI 0.041 140 0.038 0.021

RbI 0.091 65 0.082 -

CsI 0.038 230 0.023 0.014
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D. Optical dynamics with the possibility of both slow and fast relaxation

processes in solids
1. Introduction

Although the plane wave description of vibrational modes in a perfect lattice, originated by

Debye to account for the low temperature specific heat of solids, is a corner stone of solid state

physics it does not completely characterize the vibrational dynamics of all systems, e.g.,

glasses.(27) Recently, it was proposed that this plane wave description of solid state vibrational

modes does not provide a complete description even for a weakly anharmonic lattice since in some

instances inhomogeneous (or localized) wave solutions can occur.(28-32)

These new vibrational modes can be demonstrated by adding a hard quartic potential to the

harmonic one in a monatomic lattice with nearest neighbor springs. If the quartic term or the

particle amplitude is large enough, then self-localized modes of an optical character appear above

the top of the plane wave spectrum.(28 -32) They can be thought of as a new kind of soliton with

optical character.

Computer simulation studies(3 1-35) by a number of groups have shown that the anharmonic

localized mode is stable, that it exists in any dimensions and that the eigenvector of such a localized

excitation is orthogonal to the remaining plane wave modes. Hence the total number of normal
modes of the system remain the same but now some are plane wave and some are localized.

This mixed mode picture gives a new format with which to describe the vibrational dynamics

and hence energy transfer in solids. For example, under certain initial conditions such anharmonic

systems could be bistable. To see this, one must recognize that the plane wave description

minimizes the anharmonic contribution in the vibrational mode. The resultant amplitude in a mode

is made up from the contributions summed over all potential sites, N, so at any particular site the
rms amplitude is extremely small, on the order of (N) - lt2. Such a small amplitude mainly probes
the harmonic part of the potential. The local mode (or Einstein oscillator) picture, on the other
hand, maximizes the anharmonic contribution in the mode since now only a few atoms are
vibrating hence each must have a much larger amplitude to account for the same degree of freedom

as in the previous case. Such large amplitudes probe the quartic potential.

One possible result of this vibrational dichotomy is that at low temperatures the vibrational

dynamics could be completely described by the plane wave picture (Debye) but as the rms

amplitude increases with temperature, the available configurational entropy would permit localized
(Einstein) modes to be produced at the expense of the plane wave (Debye) modes.
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2. Optical processes involving vibrational solitons
Another possibility is that a large amplitude disturbance at a particular site in the crystal such

as that produced by a Mossbauer recoil or an optical, UV or X-ray excitation process could create
these localized anharrnonic modes. Moreover, with the addition of impurities to the crystal, self-

localized modes could be trapped at defects in anharmonic crystals at low temperatures but, in

contrast with the behavior of "standard" harmonic impurity modes which remain fixed at the
impurity site, they could be "released" into the perfect lattice at high temperatures. An attempt to

describe the energy transfer processes in terms of the standard harmonic lattice dynamics picture

(without self-localized modes) would produce apparently anomalous results. (36,37)

Independent of whether or not self-localized modes will provide the correct description of

energy transfer processes, it has become evident in the past few years that in many cases the
observed energy transfer from excited optical centers to tl-# solid is not consistent with the
underlying assumptions of known dynamical mechanisms such as multiphonon decay.

The new IR psec laser system permits tunable pump-probe measurements to be made of the

vibrational modes of molecular and point defects in a variety of solids. This equipment will permit
vibrational energy transfer studies on a great many more molecular systems. To date we have
made use of a few accidental coincidences of fixed frequency gas laser lines with vibrational modes

in order to determine how the "Q" of the normal modes of molecules, as large as - 1010 in the gas
phase, was affected by different solid state surroundings. In a couple of cases this coincidence has

made possible a detailed probing of the energy rannsfer from the vibrational degrees of freedom to

the host lattice.

The laser system generates picosecond infrared pulses with wavelengths from 1.5 to 8 gm.

It consists of a high-energy mode-locked Nd:YAG laser, part of whose output is doubled and used
to pump a set of picosecond dye laser stages. Infrared generation is achieved by mixing the dye
laser output with the residual YAG fundamental in a nonlinear crystal. This ability to tune a high
intensity picosecond source to IR vibrational transitions will make possible the first systematic

investigation of energy transfer processes between vibrational degrees of freedom and the lattice

modes while the molecule remains in its electronic ground state.
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E. Laser system to generate picosecond infrared pulses with wavelengths from

1.5 to 8 gm.
A recently purchased laser system is being set up in the laboratory which generates

picosecond infrared pulses with wavelengths from 1.5 to 8 gm. It consists of a high-energy
mode-locked Nd:YAG laser, part of whose output is doubled and used to pump a set of
picosecond dye laser stages. Infrared generation is achieved by mixing the dye laser output with
the residual YAG fundamental in a nonlinear crystal. The components are as follows.

1. Picosecond Laser System

The PY61C-10 from Continuum is a high-energy actively and passively mode-locked
Nd:YAG laser. By cavity dumping the oscillator, single pulses with a width of 20 psec can be
extracted at a repetition rate of 10 Hz. After passing through a high gain amplifier, pulses with an
energy of 50 nJ are obtained. Due to the high peak power, doubling in the model D second
harmonic generator results in 25 mJ and 10 psec pulses at 532 nm. A wavelength separator model
WSP-1A is used to separate the second harmonic output from the 20 mJ residual fundamental of

the YAG laser.
The second harmonic of the YAG pumps a PD10 picosecond dye laser system, which

produces tunable narrow-band visible and near IR radiation. This laser system uses a short
oscillator to create single-mode pulses with temporal widths of less than 10 psec. Two amplifier

stages boost the energy of these pulses to between 100 and 800 pJ in the region 700 - 940 nm and

1 to 5 mJ between 580 and 700 nm. The single-shot linewidth is about 5 cm-1, which can be
decreased however to about half of this value by inserting a narrow-band filter between the dye
oscillator and the amplifier stages. The PD 10 system includes an automatic stabilization
mechanism which keeps the integrated width of these pulses roughly comparable with the single-

shot value.
After spatially filtering the dye and the residual YAG fundamental laser beams, difference

frequency mixing occurs in a nonlinear crystal. Below 4 pm, LiNbO3 will be used; at longer
wavelengths, AgGaS2 must be used instead. Typical final output pulse energies exceed 10 PJ.
The bandwidth is dominated by the dye laser linewidth and is about three times the transform limit.
An external Fabry-Perot etalon can be used, if necessary, to reduce this linewidth.
2. Optical setup for exprimental measurements

The output pulses are used for pump-probe or photon echo measurements of the mid-infrared
modes of molecular impurities in crystals and glasses. For this purpose, it is necessary to split the
output pulses into a pump and a probe beam, which are subsequently focused onto a sample
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suspended in a variable temperature cryostat and detected using a sensitive detector. This requires
the experimental setup shown in Fig. 15.

HeNC

--- W Nd.YAG Laa

i:- g9ln

D L I I

Figure 15. Setup for IR tuable picosecond laser system. The dashed lines indicate the optical path. The iatters

identify the following components: A = aperture, B = bearnsplitter, C = corner-cube retroreflector, D = MCT

detector, L = lens, M = mirror, P = PbSe array detector, S = sample, W = second harmonic generator and wavelength

separator and X = difference frequency mixing module.

The output laser beam from the picosecond laser system is split using a beamnsplitter into a
high energy pump beam and a weak probe beam. The probe beam is delayed with respect to the
pump beam, using a comer cube mounted on a precision 72-inch long motorized translation stage,
which will be computer-controlled using a stepper motor and driver. The two beams are
subsequently brought back into near-pamalelism and directed onto the sample.

A low temperanne optical access cryostat is used to cool the samples to between 1.5 and 300
K to study the temperature dependence of the relaxation processes. Visual access is provided
through a set of BaF2 indium-sealed windows which are tansparent to the IR laser pulses.

A 5iquid-nitrogen-cooled MCT detector is used to detect the signals transmitted through the

sample. Tis detector is useful in the range 2 to 12 m
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Beam diagnostics are obtained by splitting off small fractions of the laser beam. A high-

resolution monochromator is used to monitor the peak frequency and bandwidth of each individual

pulse. An array of ten PbSe detectors simultaneously monitors the frequency components of any
given pulse. Finally, the pulse energy incident on the sample is determined by using a reference

detector which is idenical to the signal detector.
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